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February 02, 2022 GCAL 320250147 LAB GROWN DIAMOND* Optical Brilliance Analysis:
Bnlliance is the overall return of light to the viewer. The
ety LAB GROWN DIAMOND . brilliance image is a representation of (a) white areas of light
SMETEC Centificate No: 320250147 Carat Weight: 0.78 return, or brilliance, and (b) dark-blue areas of light loss.
. x e
& Cut; Excellent , , f
Eem “m . . Shape: Princess ok
ll The fingerprint system for diamonds Measurements: 5.15x4.95x3.59mm _ 2 J
o ) ) Optical Brilliance: Excellent [ *s - i
Gemprint is the unique optical Dptical Symmetry: Very Good ,
identification fingerprint of your Polish: Excellent e ¥ )
lab grown diamond. Register your External Symmetry: Very Good % "\
lab grown diamond fingerprint Girdle Thickness: Medium-S1.Thick g"f + -="
at www.Gemprint.com and receive Culet Size: None S — =
insurance discounts up to 10%. Optical Brilliance
Excellent
. Optical Symmetry Analysis:
o Color. w5 it colreT st o7 e Sriebe iriage i dications of
Laser |I'|S[:i’|[.‘r'ilﬂi‘| : light handling ability, giving a wvisual representation of
. _ proportions and facet alignment.
GCAL LG330250147 Girdle laser inscribed .
GCAL LG320250147 G|ar|ty; V52
I GROWN IN THE USA BY WD Identifying Characteristic(s): Clouds/Crystals
GREWH TN THE D3g oY w8 AL 5,098,078 Characteristic Location(s): Table/Crown Corner

§ This illustration depicts the
PAT. 6858078 approximate appearance of
the inscriptions

*Comments: This laboratory grown diamond was created by the
CVD (Chemical Vapor Deposition) method, and has the same
chemical, physical, and optical properties as a mined
diamond. This diamond is Type lla, which means it is devoid of
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" Covtitoa! nitrogen impurities. As Grown - No evidence of post-growth Dph&glrf ?un::liew
USTAINABILITY RATED
Nkt treatment was detected.
505 GLOBAL SERVICES Photomicrographs: Proportion D|agram
FOR T8 SUSTAINABILITY RATES CHRTIFICATE, SCAN HIRE =4 Actual images of the crown (top) and pavilion (bottom) of this The pmﬁl':";:'”“ d'a.'i;‘}m |I|u§1ratesh thf actual dimensions
diamond photographed at magnifications up to 10x. as recorded by opti “Tg‘;ﬁ:ﬂ“ noiogy.
= _§ -;j". = e R T X 3.29mm B6% :
" &, 2 | I ) > [ e [0520m
, “‘_g'_ *“‘\E y 4 by A ggg.:-lm L I—1ﬂ'.5‘:"’0
. » - it _ b 2
T G 7 GEM CERTIFICATION & ASBLBANCE LAB i; % ~ __-w
&40 TR AP 1 o A A i " “\ * R | ! 3.59-1'_|m 5 S
T T ,a:-__.':..._;:.__ t . rr'_rj" . 1 T2A4% 58.5%
New York, NY 10036 e 1 & A\ | . -y
T 212-860-8085 ISCVIES 17025 2017 - \ My e 3
GCALUSA gom AMAB LHT7-1 Accradied Testing Lab e, T e -

0.02mm 0.4%

8 Gam Camfioaion L Assumnos Lab, o



