|dentification Data The 4Cs Grading Analysis Light Performance Profile

GCAL 320410063 LAB GROWN DIAMOND* Optical Brilliance Analysis:
Bnilliance is the overall return of light to the viewer. The
brilliance image is a representation of (a) white areas of light

Carat Weight: 1.00 return, or brilliance, and (b) dark-blue areas of light loss.
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SGOAL LG3204100655 Gral |G320410063 Clarity: VS2
— siss GROWN IN THE USA Identifying Characteristic(s): Feather/Cloud
SRR NS USAR PAT.5,858.078 Characteristic Location(s): Star-Bezel/Pavilion
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*Comments: This laboratory grown diamond was created by the
CVD (Chemical Vapor Deposition) method, and has the same
chemical, physical, and optical properties as a mined
diamond. This diamond is Type lla, which means it is devoid of

Guaranteed Lab Grown Diamond Grading Certificate

" Covtitoa! nitregen impurities. As Grown - No evidence of post-growth
USTAINABILITY RATED
i treatment was detected.
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diamond photographed at magnifications up to 10x. as recorded by optical scanning technology.
5.63mm
=¥ V4 P 3.34mm 59%
LS a L4 ) 0.28mm | 7 AT [14.0%
[ | I an . - 6 0% e,
T G a._ﬁthcsmthJ.mmm L A m
== o r 3. & H;F “, ¢ 3.6?;11rr| 2.60mm
% SB0 Filth Ave LL-05 =) Altﬂl | 3 A A LY x\ 65.2% 46.0%
New York, NY 10036 e iy S D '. b ;
T 212-860-2085 ISOIEC 17025 2017 W, p & - : :
GOALUSA com ANAB LIV TT-1 Accradied Testing Lab ' [ - 0.02mm 0.4%
© Gem Cerification & Assurmnce Lab, Ing P Y T I



