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,E September 16, 2021 GCAL 311390106 LAB GROWN DIAMOND* Optical Brilliance Analysis:

Bnilliance is the overall return of light to the viewer. The
LAB GROWN DIAMOND . brilliance image is a representation of (a) white areas of light
; Certificate No: 311390106 Carat Weight: 1.02 return, or brilliance, and (b) dark-blue areas of light loss.
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LATITUDE PAT. 6,858,078 Identifying Characteristic(s): Clouds
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*Comments: This laboratory grown diamond was created by the
CVD (Chemical Vapor Deposition) method, and has the same
chemical, physical, and optical properties as a mined
diamond. This diamond is Type lla, which means it is devoid of

Guaranteed Lab Grown Diamond Grading Certificate

Cortitea’ nitregen impurities. As Grown - No evidence of post-growth Dptl;?gls ';'n“aﬂm
SUSTAIMABILITY RATED treatment was detected. ry
DIAMOND
S i Photomicrographs: Proportion Diagram: 2
T e Actual images of the crown (top) and pavilion (bottom) of this The proportion diagram illustrates the actual dimensions
diamond photographed at magnifications up to 10x. as recorded by optical scanning technology.
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