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December 14, 2021 GCAL 313200159 LAB GROWN DIAMOND* Optical Brilliance Analysis:

Bnilliance is the overall return of light to the viewer. The
LAB GROWN DIAMOND . brilliance image is a representation of (a) white areas of light
Certificate No: 313200159 Carat Weight: 1.60 return, or brilliance, and (b) dark-blue areas of light loss.
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I GROWN IN THE USA BY WD Identifying Characteristic(s): Crystal,Cloud
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§ This illustration depicts the
PAT. 6858078 approximate appearance of
the inscriptions

*Comments: This laboratory grown diamond was created by the
CVD (Chemical Vapor Deposition) method, and has the same
chemical, physical, and optical properties as a mined
diamond. This diamond is Type lla, which means it is devoid of
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Optical Symmetry

Guaranteed Lab Grown Diamond Grading Certificate

" ' }’-a/r;/«fa/ nitrogen impurities. As Grown - No evidence of post-growth Very Good
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i treatment was detected.
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diamond photographed at magnifications up to 10x. as recorded by optical scanning technology.
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