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GCAL 320490319 LAB GROWN DIAMOND* Optical Brilliance Analysis:

§ This illustration depicts the
approximate appearance of
the inscriptions

FAT. 6858078

Bnilliance is the overall return of light to the viewer. The
brilliance image is a representation of (a) white areas of light

Carat Weight: 1.28 return, or brilliance, and (b) dark-blue areas of light loss.
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GCAL LG320490319 Clarity: VS?
I GROWN IN THE USA Identifying Characteristic(s): Clouds
GROWBIN THE USAS BAT. 5856078 Characteristic Location(s): Table,Crown Corner

*Comments: This laboratory grown diamond was created by the
CVD (Chemical Vapor Deposition) method, and has the same
chemical, physical, and optical properties as a mined
diamond. This diamond is Type lla, which means it is devoid of

Optical Symmetry
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Guaranteed Lab Grown Diamond Grading Certificate

Proportion Diagram:
The proportion diagram illustrates the actual dimensions
as recorded by optical scanning technology.

Photomicrographs:
Actual images of the crown (top) and pavilion (bottom) of this
diamond photographed at magnifications up to 10x.

FOR THE SUSTAINARILITY RATED CERTIFCATE, SCAM HIRE =

5.80mm
T ey B - E 3.84mm 68%
e T " S c’ v 70.69mm
R AT e :4 . 0.30mm 112.0%
1LY 7'y =~ 51% T
G A3 GEM CERTIFICATION & ASELRANCE LAB , 4 'i-':"‘ 1
L T 1RO ACCRDTN T PSS L ARSI *‘F S |
oo o > }.Usﬂqm 3.089mm
- = ube v NS 70.3% 53.5%
Wew York, MY 10036 T —— A=A T | v
T 212-B50-8585 ISCHIEC 17025 2017 i . - ¥ 1
GCALUSA com ANAB L2VTT-1 Accradited Testing Lab L2 . % =

8 Gam Camfioaion L Assumnos Lab, o

0.02mm 0.3%



